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We have performed an angle-resolved photoemission spectroscopy (ARPES) study of BaNi2P2

which shows a superconducting transition at Tc ∼ 2.5 K. We observed hole and electron Fermi sur-
faces (FSs) around the Brillouin zone center and corner, respectively, and the shapes of the hole FSs
dramatically changed with photon energy, indicating strong three-dimensionality. The observed FSs
are consistent with band-structure calculation and de Haas-van Alphen measurements. The mass
enhancement factors estimated in the normal state were m∗/mb ≤ 2, indicating weak electron corre-
lation compared to typical iron-pnictide superconductors. An electron-like Fermi surface around the
Z point was observed in contrast with BaNi2As2 and may be related to the higher Tc of BaNi2P2.

PACS numbers: 74.25.Jb, 71.18.+y, 79.60.-i

I. INTRODUCTION

For more than two decades, ternary pnictides
ANi2Pn2, where A and Pn are an alkali-earth atom
and a pnictogen atom, respectively, have been known
to show a variety of magnetic properties such as Pauli
paramagnetism (e.g., LaNi2P2), anti-ferromagnetism
(e.g., GdNi2P2), and ferromagnetism (e.g., PrNi2P2,
NdNi2P2)

1. Recently, one of the ANi2Pn2 materials,
BaNi2P2, was found to show superconductivity below
∼2.5 K2,3. Other Ni compounds, BaNi2As2

6, SrNi2As2
7,

and SrNi2P2
8 also show lower superconducting transition

temperatures (Tc’s) of 0.6 - 1.4 K. Although these Tc’s
are much lower than the Tc’s of the iron pnictide super-
conductors (Fe-SCs) with the same crystal structure such
as Ba1−xKxFe2As2 and Ba(Fe1−xCox)2As2 with Tc’s ex-
ceeding 20 K4,5, studies of the electronic structures of the
low-Tc materials and their comparison with those of the
high-Tc materials are expected to give an important clue
to understand the origin of the high-Tc superconductivity
in the iron pnictides.

BaNi2As2, which has Tc ∼ 0.7 K and shows a first-
order-like structural transition from a tetragonal to a
triclinic structure at Ts ∼ 130 K without magnetic or-
der, has been studied by angle-resolved photoemission
spectroscopy (ARPES)9. The electronic structure near
the Fermi level (EF ) has been shown to change with the
structural phase transition, and part of the Fermi sur-
faces (FSs) disappears below Ts. BaNi2P2 does not show
magnetic nor structural transition, yet shows the highest
Tc ∼ 2.5 K among the ANi2Pn2 family. Furthermore,

ANi2P2 (A = Ba, Sr) shows higher Tc’s than ANi2As2:
the Tc decreases in the order BaNi2P2 > SrNi2P2 >
BaNi2As2 ≥ SrNi2As2. Therefore, it is intriguing to
clarify the difference in the electronic structure between
BaNi2P2 and BaNi2As2 and to identify which aspect con-
tributes to the differences in the Tc.

Recently, a de Haas-van Alphen (dHvA) study of
BaNi2P2 has revealed the shapes of the FSs with strong
three-dimensionality, consistent with the band-structure
calculation, and the estimated mass enhancement fac-
tors are in the range of ∼ 2 - 311. In this work, we have
performed an ARPES study of BaNi2P2 with Tc = 2.5
K studied by using energy tunable, polarized photons
from synchrotron radiation. The result was found to be
in good agreement with the band-structure calculation,
but the band dispersion was found to be renormalized by
factor of 1 - 2 for the hole and electron bands, indicat-
ing weaker electron correlation than the Fe-SCs. A large
electron-like FS around the Z point [k=(0 ,0, 2π/c)] was
observed in contrast to BaNi2As2, where only a small
hole pocket was observed around the Z point below the
structural transition temperature. This implies that the
existence of the electron FS around the Z point may con-
tribute to the higher Tc of BaNi2P2. The electron-like
FS is absent around the Γ point in BaNi2P2, indicat-
ing that the strong FS warping occurs in the kz direc-
tion, that is, the FS around the BZ center shows strong
three-dimensionality. We suggest that not only the three-
dimensionality of the FSs but also the intralayer Pn− Pn
distance or the pnictogen height may be an important
parameters to determine the Tc in the ANi2Pn2 family.
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FIG. 1. (Color online) Angle-integrated photoemission spec-
trum of BaNi2P2 in the valence-band region measured with
hν = 85 eV (black curve) and the total and partial electron
density of states calculated using a WIEN2k program.

II. EXPERIMENT

Single crystals of BaNi2P2 (Tc ∼ 2.5 K) were prepared
by a high-pressure synthesis method using a cubic-anvil
type apparatus. ARPES experiments were carried out
at beamline 28A of Photon Factory (PF) and beamline
10.0.0.1 of Advanced Light Source (ALS). Measurements
were performed at T = 10 K. Photon energy was set
at hν = 38 - 88 eV with circularly polarized light at
PF and linearly polarized light at ALS. Samples were
cleaved in-situ. The total energy resolution was set at
∆E ∼20 - 30 meV. The FSs of BaNi2P2 were calculated
within the local density approximation by using the full
potential LAPW (FLAPW) method. We used the pro-
gram codes TSPACE12 and KANSAI-06. We also used
WIEN2k package13 in order to get the band structure
and orbital characters.

III. RESULTS AND DISCUSSION

In Fig. 1, the valence-band spectrum of BaNi2P2 taken
at hν = 85 eV is compared with the electronic density
of state (DOS) given by the band-structure calculation.
The calculated total DOS of BaNi2P2 is dominated by
the Ni 3d states near the EF . The angle-integrated spec-
trum well agrees with the calculated DOS10, which shows
that all the Ni-based 122 compounds such as BaNi2P2,
BaNi2As2, SrNi2As2, and SrNi2P2 are metallic. The
small energy difference between the main peak at -1.5
eV and that of the band-structure calculation is probably
due to a weak mass renormalization caused by electron
correlation.
Figures 2(a) and (b) show FS mapping where the

ARPES intensity has been integrated within ± 20 meV
of EF . They were taken at hν = 72 and 56 eV cor-
responding to the out-of plane momenta kz of the ∼ Z
[kz ∼ 9 (2π/c)] and ∼ Γ [kz ∼ 8.1 (2π/c)] points, respec-
tively. Here, we determined the kz value from photon-
energy dependence experiment and the inner potential
was set at 17 eV. The ARPES intensity plotted in energy-
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FIG. 2. (Color online) ARPES spectra of BaNi2P2 taken at
T = 10 K with hν = 72 and 56 eV (circularly polarized light)
on the kx - ky planes containing the Z and Γ points, respec-
tively. (a), (b): Fermi surface mapping integrated within ±

20 meV of EF . (c), (d): Band dispersions for cuts #1 and
#2 in panels (a) and (b). (e), (f): Energy distribution curves
(EDCs) corresponding to panels (c) and (d). Black bars are
guide to the eye. (g): Band dispersions for cut #3 in (a)
along the Z - X direction. A white arrow shows the minimum
of the electron band. Measurements were performed using
circularly polarized light.

momentum (E-k) space near the Z and Γ points for cuts
#1 and #2 are shown in Figs. 2(c) and 2(d), respec-
tively. Figure 2(e) shows the EDCs corresponding to the
intensity plot in Figs. 2(c). The spectra near the Z point
show a parabolic electron-like band dispersion while such
a band is absent around the Γ point [cut #2 shown in
Figs. 2(d) and 2(f)]. This difference comes from the three
dimensionality of the electron FS around the BZ center.
Band dispersions along the Z - X line (cut #3) are shown
in Fig. 2(g). Another electron band with a larger FS vol-
ume is observed around the X point with the bottom as
deep as ∼ - 0.6 eV indicated by a white arrow, which is
nearly the same value as that in BaNi2As2

9.

Calculated FSs in the kx - ky plane around the Z and
Γ points are shown in Fig. 3(a) and those in the kz -
kx plane in Fig. 3(b). A small hole pocket elongated
along the kz direction (red) encloses the N and M points.
A large cylindrical FS centered at the BZ corner (pur-
ple and pink) is electron-like. The other FSs around the
Z point indicated by green curves are electron-like. As
shown in Fig. 3(c), the FSs shown by green curves in the
kz - kx plane show strong three-dimensionality as men-
tioned above. On the other hand, the FSs at the BZ cor-
ner have relatively weak three-dimensionality (not shown
here)11. Figure 3(d) shows band dispersions and thier or-
bital character. One can see that some bands (e.g., the
electron-like band at the Z point) have little Fe 3d orbital
character (as in the case of BaNi2As2

9), indicating that
they are dominated by P 3p (As 4p) orbital for BaNi2P2

(BaNi2As2). The stronger p orbital character than that
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FIG. 3. (Color online) Fermi surface (FS) cross-sections in
the kx - ky and kz - kx planes of BaNi2P2 given by the band-
structure calculation. (a): kx - ky cuts at the Z and the Γ
points. (b): kz - kx plane cuts containing the Γ and Z points.
Gray dotted lines show the Brillouin zone boundaries. (c):
Three-dimensional Brillouin zone. (d): Results of the band-
structure calculation with orbital character. The contribution
of the orbitals is represented by both the size of the symbols
and the color scale.

in the Fe pnictides can be attributed to the fact that the
Ni 3d levels are located at lower energies than the Fe 3d
levels.

The ARPES-intensity map in the kx - ky plane is com-
pared with the calculated FSs in Figs. 4(a) - (d). The
FSs around the Z and Γ points well accord with the band-
structure calculation: the large electron FSs around the
BZ corner taken at hν = 72 and 52 eV [kz ∼ 8.9 and
∼ 8 (2π/c), respectively] are in good agreement with
the band-structure calculation. By using the s and p
polarizations14,15, the calculated parabolic band at the
BZ center (Z) shown in Fig. 3(d) was observed in the
p polarization experiment in Fig. 4(d), while the band
disappeared for the s polarization, indicating that the
parabolic band is attributed to the dxy orbital as in the
previous ARPES study on BaNi2As2

9. On the other
hand, in Fig. 4(b), even by using the same p polariza-
tion, the FS at the BZ center (Z) is not observed16. As
shown in Fig. 4(e), the parabolic band was not observed
in the s polarization measurement, while in Fig. 3(d)
the predominantly contributing dx2

−y2 band was clearly
observed for the same polarization. For the p polariza-
tion, the parabolic band near EF and a band with dz2

orbital character at -0.6 eV below EF were clearly ob-
served as shown in Fig. 4(f), in good agreement with the
band-structure calculation.

Next, we discuss the band renormalization for the
hole and electron bands. In Fig. 5, the hole and elec-
tron bands along high symmetry lines are shown. We
have estimated the mass renormalization factor (m∗/mb)
by comparing the experimental data with the band-
structure calculation shown by red and blue curves cor-
responding to the bare bands and renormalized bands,
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FIG. 4. (Color online) ARPES intensity map measured with
s and p polarizations and several photon energies. (a),(b): FS
mapping taken at hν = 52 eV with the s and p polarizations,
respectively, corresponding to the kx-ky plane containing the
Γ point. Comparison with the calculated FSs. (b) Magnified
view of the area enclosed by a red square in (a). (c),(d): FS
mapping taken at hν = 72 eV with the s and p polarizations,
respectively, corresponding to the kx-ky plane containing the
Z point. (d) is a magnified view of the area enclosed by a
red square in (c). (e), (f): Band dispersions along the Z - Γ
line shown as an arrow in (c) for the s and p polarizations,
respectively. A dotted curve in (f) is guide to the eye. All
data were measured at T = 10 K, and polarization vectors
labeled in red.

respectively. The second-derivative E - k plots shown
in Fig. 5(a) well agree with the band-structure calcu-
lation shown by red curves, namely, m∗/mb ∼ 1, while
the parabolic band near EF around the BZ center shown
in Fig. 5(b) is strongly renormalized by a factor of ∼ 2
as shown by a blue curve. This m∗/mb value is a little
smaller than the result of the dHvA study, m∗/mb ∼ 2.8
- 3.111. In Figs. 5(c) and 5(d), the second-derivative
E - k plots in the wide momentum range are shown
and the calculated band structure (red) and the renor-
malized one (blue) are superimposed. One finds that
the energy minima of the electron bands around the X
point are renormalized by a factor of m∗/mb ∼ 1.6 -
1.7, which is consistent with the dHvA study11, and the
other bands are almost m∗/mb ∼ 1. The fact that the
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FIG. 5. (Color online) Comparison of the second-derivative E
- k plots of ARPES data with the band-structure calculation.
Red and blue curves show results of the band-structure cal-
culation and renormalized bands (m∗/mb > 1), respectively.
Here, m∗ and mb denote the band masses determined by ex-
periment and by the band-structure calculation, respectively.
(a): Hole bands around the Z point taken at hν = 74 eV with
circularly polarized light. (b): Magnified plot near EF around
the Z point. (c),(d): Band dispersions in the wide momentum
range taken at hν = 52 eV and 72 eV, corresponding to the
Γ - X and Z - X lines, respectively.

FIG. 6. (Color online) (a),(b): Relationship between Tc, the
inter-plane Pn-Pn distance zPn−Pn, and the pnictogen height
(hPn) for ANi2Pn2 compounds, where A = Ba, Sr, Ca; Pn =
P, As. Definition of zPn−Pn and hPn is shown in the inset of
panel (a). Data for the zPn−Pn and the pnictogen height hPn

are taken from Ref. [16].

mass enhancement factor experimentally deduced in the

present ARPES study is smaller than that deduced from
the dHvA study may indicate that additional mass renor-
malization occurs in the vicinity of EF .
Finally, we discuss which parameters predominately in-

fluence the Tc among the ternary Ni pnictides. The Tc’s
of ANi2Pn2 are plotted as functions of the interlayer Pn-
Pn distance (zPn−Pn) and the pnictogen height (hPn) in
Fig. 6. Figure 6(a) shows that the Tc generally increases
with increasing zPn−Pn, which controls the three dimen-
sionality of FSs (although the zPn−Pn dependence shows
some irregularity). On the other hand, the Tc depends on
hPn more sensitively and systematically as shown in Fig.
6(b). Therefore, the lower hPn is and the longer zPn−Pn

is, the higher the Tc will be in the ternary Ni pnictides.
Because the hPn controls the degeneracy of the Ni 3d or-
bitals, it controls the topology and shapes of FSs in a
complicated manner. The zPn−Pn controls the degree of
three dimensionality, and hence the degree of FS nesting
as well as the FS topology18. In fact, the most prominent
differences in the FS topology between the superconduct-
ing BaNi2P2 and the non-superconducting BaNi2As2 is
the presence of an electron-like FS around the Z point in
BaNi2P2.

IV. CONCLUSIONS

We have performed ARPES experiments on BaNi2P2

with Tc ∼ 2.5 K. The Fermi surface shapes are consis-
tent with the band-structure calculation. The Fermi sur-
faces show strong three-dimensionality, and the FS nest-
ing should be weak. The mass renormalization factors are
comparable or somewhat smaller than those estimated by
the dHvA experiment, and are in the range of 1 <m∗/mb

< 2: the electron-like FS which has been observed around
the Z point shows a relatively strong mass enhancement
of ∼ 2. This classifies BaNi2P2 as a weakly correlated
superconductor. The electron-like Fermi surface around
the Z point, which is absent in BaNi2As2 at low temper-
atures, may be related with the higher Tc of BaNi2P2.
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